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Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

2011 Gypsum  6,000,000  6,000  6,000 

2010 Gypsum  6,000,000  6,000  6,000 

2009 Gypsum  6,000,000  6,000  6,000 

2008 Gypsum  6,000,000  6,000  6,000 

2007 Gypsum  6,000,000  6,000  6,000 

1994 Gypsum  9,049,000  9,049  9,049 

1993 Gypsum  10,215,000  10,215  10,215 

1992 Gypsum  21,385,000  21,385  21,385 

1991 Gypsum  9,867,000  9,867  9,867 

1990 Gypsum  15,252,000  15,252  15,252 

1989 Gypsum  13,417,000  13,417  13,417 

1988 Gypsum  6,472,000  6,472  6,472 

1987 Gypsum  3,885,000  3,885  3,885 

1986 Gypsum  3,710,000  3,710  3,710 

1982 Gypsum  30,638,000  30,638  30,638 

1956 Gypsum  1,250,000,000  1,250,000  1,250,000 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Gypsum  1,403,890,000 kilograms  3,095,047,653 pounds

 1,403,890  1,547,523 

 1,403,890  1,547,523 

tonnes

tonnes

tons

tons

MINFILE  Number: 082LNW001 Name: FALKLAND Status: Producer

Comments:
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2011 Estimated production.

2010 Estimated production.

2009 Estimated production.

2008 Estimated production.

2007 Estimated production.

1994 Estimated production.

1956 Continuous production between 1926 and 1956.
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