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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2012

Assay/analysis                

Drill Core

Lead 1.003 %

Zinc 0.9225 %

Silver 10.25 g/t

Over 6 metres in drillhole SS12-003.

PR REL MatNic Resources Inc., Nov. 27, 2012

N

SAMPLE

2011

Assay/analysis                

Chip

Lead 3.51 %

Zinc 8.73 %

Silver 20.9 g/t

Over a 40 by 20 centimetre area from chip sample 

545568.

EMPR ASS RPT 32490
N

SAMPLE

2008

Assay/analysis                

Grab

Lead 16.45 %

Zinc 1.73 %

Silver 73.4 g/t

Sample 113389.

EMPR ASS RPT 30417

N

TRENCH

1998

Assay/analysis                

Chip

Lead 0.78 %

Silver 33.6 g/t

Mineralization observed across 2 metres.

Williams, D. (2011-10-28): Technical Report on the 

Shuswap Silver Property.N

Monday, August 4, 2025 Page 1 of 1082LNW023MINFILE  Number:


