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MINFILE  Number: Name: Status:082LSE006 LUMBY Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1976 Silver  206,057 

Gold  156 

Lead  12,746 

Zinc  5,485 

Copper  654 

 454  454 

1973 Silver  8,149 

Lead  216 

Zinc  196 

 5 

1969 Silver  921,271 

Gold  840 

Lead  44,104 

Zinc  35,970 

 1,240  1,235 

1968 Silver  561,813 

Gold  218 

Lead  15,151 

Zinc  9,196 

 297 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  1,697,290 grams  54,569 ounces

Gold  1,214 grams  39 ounces

Lead  72,217 kilograms  159,211 pounds

Zinc  50,847 kilograms  112,098 pounds

Copper  654 kilograms  1,442 pounds

 1,991  2,194 

 1,694  1,867 

tonnes

tonnes

tons

tons

MINFILE  Number: 082LSE006 Name: LUMBY Status: Past Producer

1976 Pb concentrate - 41 tonnes.

1973 Mill salvage - 5 tonnes.

1969 Crude ore - 777 tonnes; Pb and Fe concentrate - 59 tonnes.

Comments:
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