MINFILE Inventory Detail Report

C%T{_JT_I‘LSB}IIA BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number:  082LSE073 Name: BARNES Status: Showing
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
DRILLHOLE Gold 0.382 g/t diamond drill hole 04BC-1 yielded up to 0.382 grams
Assay/analysis per tonne gold over 10.66 metres before intercepting a
2004 N Dirill Core graphitic fault
Assessment Report 27705
TRENCH Gold 26.5 g/t a rock sample (6057) from the trench 28E area
Assay/analysis Silver 6.2 g/t Assessment Report 27705
2004 N Rock
SAMPLE Gold 254.92 g/t sample 16081
Assay/analysis Silver 29.8 g/t Assessment Report 27419.
2003 N Rock
SAMPLE Gold 0.460 g/t two chip samples, 16088 and 16092, yielded 0.460 and
Assay/analysis 0.895 grams per tonne gold over 10.0 and 3.0 metres,
2003 N Chip respectively
Assessment Report 27419
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