
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:082LSW009 TADPOLE Prospect

Ore Zone/
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Comments

MAIN

2000

Unknown

Molybdenum 0.045 % a possible estimated resource of 150,000,000 tonnes 

averaging approximately 0.045 per cent molybdenum 

was reported

Property File - Verdstone Gold Corp. [2000-04-17]: 

Summary Review of the Dobbin Property

 150,000 

N

kt

MAIN

1980

Assay/analysis                

Drill Core

Molybdenum 0.0440 % Grade is from a 92-metre drill intersection in hole 

PDH-80-16.

Assessment Report 8456.
N

MAIN

1980

Assay/analysis                

Drill Core

Molybdenum 0.17 % over 21 metres in hole PDH-80-4

Verdstone Gold Corporation [1997-03-27]: Summary 

Report on the Dobbin-Tadpole Copper and 

Molybdenum Properties
N

MAIN

1978

Assay/analysis                

Drill Core

Molybdenum 0.061 % over 54 metres, including 0.123 per cent molybdenum 

over 12 metres in hole PDH-78-3, while other holes 

yielded from 0.030 to 0.274 per cent molybdenum over 

3 metre widths

Verdstone Gold Corporation [1997-03-27]: Summary 

Report on the Dobbin-Tadpole Copper and 

Molybdenum Properties

N
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