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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DUMP

1986

Assay/analysis                

Rock

Copper 0.045 %

Zinc 0.047 %

Lead 0.23 %

Silver 76 g/t

a sample (48640) of vein material from the dump at the 

adit entrance

Assessment Report 15817
N

VEIN

1922

Assay/analysis                

Rock

Silver 13.7000 g/t

Gold 20.6000 g/t Annual Report 1922, page 145.

N
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