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MINFILE Number: Status:Name:082M  045 SNOW Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2005

Assay/analysis                

Chip

Gold 0.57 g/t

Silver 30 g/t

Lead 0.27 %

Zinc 1 %

Cadmium 0.1 %

a 0.4 metre sample (12A)

Assessment Report 28345

N

SAMPLE

2005

Assay/analysis                

Chip

Gold 0.17 g/t

Silver 30 g/t

Copper 0.979 %

Lead 1 %

Zinc 1 %

0.4 metre sample (13A)

Assessment Report 28345

N

DRILLHOLE

1988

Assay/analysis                

Drill Core

Lead 0.78 % drill hole 88DD03 over 1.12 metres

Assessment Report 18647

N

SAMPLE

1988

Assay/analysis                

Rock

Copper 2.7 %

Zinc 2.53 %

Lead 5.85 %

Silver 270 g/t

Gold 0.27 g/t

Three rock samples (34040 through 34042) from the 

area of the drill hole

Assessment Report 18647
N

SAMPLE

1962

Assay/analysis                

Rock

Copper 1.7000 %

Lead 8.2500 %

Zinc 2.5700 %

0.6 metre sample.

Assessment Report 436.

N
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