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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2005

Assay/analysis                

Chip

Gold 0.11 g/t

Silver 30 g/t

Zinc 1 %

Lead 1 %

, a 1.5 metre sample (S-10) from a massive sulphide 

layer

Assessment Report 28345
N

DRILLHOLE

1988

Assay/analysis                

Drill Core

Copper 0.13 %

Lead 0.56 %

Zinc 0.39 %

Silver 8 g/t

diamond drill hole 88DD04, located immediately east of 

the adits, intercepted 0.73 metre

Assessment Report 18647
N

SAMPLE

1984

Assay/analysis                

Chip

Silver 225.0000 g/t

Gold 1.7300 g/t

Copper 1.7000 %

Lead 2.6200 %

Zinc 18.3000 %

2.0 metre width.

Assessment Report 12080.

N

DUMP

1970

Assay/analysis                

Rock

Gold 3.43 g/t

Silver 106.3 g/t

Copper 0.14 %

Lead 2.15 %

Zinc 28.3 %

Cadmium 0.18 %

a select high grade sample of dump material

Assessment Report 5813

N
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