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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

FLOAT

1988

Assay/analysis                

Grab

Zinc 2.18 %

Silver 2.7 g/t

a grab sample (88AS-01) of float from near the Rose 

occurrence

Assessment Report 17725
N

SAMPLE

1985

Assay/analysis                

Grab

Gold 4.8 g/t

Silver 37.3 g/t

, two rock samples of vein material assayed 4.8 and 4.1 

grams per tonne gold with 37.3 and 36.3 grams per 

tonne silver, respectively

Assessment Report 14046
N

DRILLHOLE

1985

Assay/analysis                

Drill Core

Gold 3.8 g/t

Silver 36.9 g/t

rotary drilling yielded results of up to 3.8 grams per 

tonne gold and 36.9 grams per tonne silver in hole no. 

40. These results could not be confirmed by a second 

lab and were considered suspect.

Assessment Report 14046

N
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