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DRILLHOLE

1990

Assay/analysis                

Drill Core

Copper 0.184 %

Lead 0.186 %

Zinc 0.151 %

Silver 3.3 g/t

drill hole BC90-08, located 220 metres north of the 

trenched area, intersected a weakly mineralized quartz 

crystal tuff over 1.80 metres

Assessment Report 21208
N

DRILLHOLE

1978

Assay/analysis                

Drill Core

Copper 0.32 %

Lead 0.33 %

Zinc 0.66 %

Silver 8.2 g/t

a drill hole (BET-6), located approximately 200 metres 

north west of the trenched area over 1.5 metres (12.2 to 

13.7 metres down-hole) of andesite with heavily 

disseminated pyrite

Assessment Report 6879

N

SAMPLE

1976

Assay/analysis                

Chip

Copper 0.55 % over 1.5 metres

Property File - Gower, S.C. [1976-11-01]: Geology 

Map of the Birk 1 and 2 ClaimsN

TRENCH

1976

Assay/analysis                

Rock

Silver 16.8000 g/t

Copper 0.3400 %

Lead 1.7000 %

Zinc 3.1000 %

30 centimetres sample from trench.

Assessment Report 6202.

SAMPLE

1950

Assay/analysis                

Grab

Silver 20.5 g/t

Copper 1.6 %

Lead 0.8 %

Zinc 6.6 %

over 0.20 metre

Property File – unknown [unknown]: Report on the 

Iron Cap GroupN
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