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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

1991

Assay/analysis                

Drill Core

Copper 0.35 % diamond drill hole NB-93-04 yielded intercepts of up to 

0.35 and 0.21 per cent copper over 2.64 and 6.10 

metres, respectively

Assessment Report 23240
N

SAMPLE

1991

Assay/analysis                

Rock

Gold 0.30 g/t

Copper 0.208 %

three nearby rock samples (120963 through 120965) 

yielded values of up to 0.30 gram per tonne gold and 

0.208 per cent copper

Assessment Report 23240
N

SAMPLE

1985

Assay/analysis                

Grab

Copper 0.34 %

Zinc 0.4 %

Silver 13.7 g/t

a sample (DAL-11) of chlorite and graphitic 

schist/phyllite with quartz veining hosting trace pyrite 

and malachite staining

Assessment Report 14707
N

VEIN

1927

Assay/analysis                

Grab

Silver 13.7000 g/t

Copper 2.0000 %

60 centimetre sample width.  Trace gold.

Annual Report, 1927.
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