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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

1991

Assay/analysis                

Drill Core

Copper 1.80 % drill hole 93-NB-02 tested the down-dip extension of 

the Broken Ridge sulphide zone and yielded intercepts 

of up to 1.80 per cent copper over 3.15 metres

Assessment Report 23240
N

DRILLHOLE

1991

Assay/analysis                

Drill Core

Copper 0.16 % over 14.4 metres in hole 93-NB-01

Assessment Report 23240

N

DRILLHOLE

1991

Assay/analysis                

Drill Core

Copper 1.20 % 0.84, 1.20 and 1.01 per cent copper over 1.40, 1.75 and 

1.15 metres, respectively, in hole 93-NB-03

Assessment Report 23240
N

DRILLHOLE

1991

Assay/analysis                

Drill Core

Copper 1.15 % over 3.1 metres in hole 93-NB-05

Assessment Report 23240

N

SAMPLE

1990

Assay/analysis                

Rock

Copper 0.503 %

Silver 3.7 g/t

a rock sample (OTREA016)

Property File - Minnova Inc. [1990-07-04]: Assay 

Certificate - 0V-0768 - Minnova Inc. - HarperN

SAMPLE

1985

Assay/analysis                

Chip

Silver 4.2000 g/t

Copper 0.1500 %

Zinc 0.0100 %

8.0 metre sample width.

Assessment Report 14707.
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