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MINFILE Number: Status:Name:082M  137 CK - MAIN BOULDER Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1979

Assay/analysis                

Chip

Copper    0.0400 %

Lead    4.8800 %

Zinc   23.4500 %

0.6 metre sample width.

Fieldwork 1979, pages 23-27.
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