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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1983

Assay/analysis                

Rock

Niobium 0.0235 %

Cerium 0.989 %

Lanthanum 0.6965 %

Sample RE83K28R.

EMPR ASS RPT 11639

N

SAMPLE

1982

Assay/analysis                

Rock

Titanium 1.139 % Sample RE82K150R.

EMPR ASS RPT 11639

N
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