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MINFILE Number: Status:Name:082M  209 GOLDEN EAGLE Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ROCK

2014

Assay/analysis                

Chip

Zinc 23.3 %

Lead 6.78 %

Gold 1.00 g/t

Mineralization observed over 0.30 metres in sample 

GOL002.

MacIntyre, D. (2016-11-26): Technical Report, 

Berger-Golden Eagle Mineral Property.
N

SAMPLE

2014

Assay/analysis                

Grab

Lead 22.4 %

Zinc 16.6 %

Silver 138 g/t

Assay from grab sample GOL015.

MacIntyre, D. (2016-11-26): Technical Report, 

Berger-Golden Eagle Mineral Property.N
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