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Comments

WEST

2015

Assay/analysis                

Grab

Silver 81.4 g/t

Copper 2.98 %

Lead 2.60 %

Zinc 1.27 %

float samples from the Nunatak zone

Assessment Report 35861

N

EAST

2010

Assay/analysis                

Rock

Copper 0.27 % sampling to the east, near the site of past drilling, 

yielded up to 0.27 per cent copper from a zone of 

chalcopyrite, pyrite and magnetite mineralization with 

malachite staining from a kyanite-sillimite schist

Assessment Report 32011

N

WEST

2010

Assay/analysis                

Grab

Copper 0.31 %

Lead 5.95 %

Zinc 16.08 %

Silver 85.7 g/t

float material from the western Nunatak zone

Assessment Report 32011

N

MAIN

1998

Assay/analysis                

Rock

Copper 4 % sampling yielded from 1 to 4 per cent copper with 

minor values in lead and zinc

Assessment Report 26090
N

WEST

1998

Assay/analysis                

Grab

Zinc 12.4 %

Lead 15.1 %

Silver 236.8 g/t

Gold 0.54 g/t

boulder samples from the Nunatak zone to the west

Assessment Report 26090

N
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