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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

UNDERGROUND

1991

Combined

Copper 1.2 %

Zinc 2.9 %

Lead 1.7 %

Silver 1021.5 g/t

Gold 1.7 g/t

Underground mineable reserves at Samatosum were 

reported at 80,278 tonnes grading 1.2 per cent copper, 

2.9 per cent zinc, 1.7 per cent lead, 1021.5 grams per 

tonne silver and 1.7 grams per tonne gold

Northern Miner - August 5, 1991

 80,278 
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OPEN PIT

1989

Combined

Silver 1035 g/t

Gold 1.9 g/t

Copper 1.2 %

Lead 1.7 %

Zinc 3.6 %

Before production commenced in June 1989, reserves 

for the Samatosum deposit were reported to be 

estimated at 634 984 tonnes grading 1035 grams per 

tonne silver, 1.9 grams per tonne gold, 1.2 per cent 

copper, 1.7 per cent lead and 3.6 per cent zinc

Assessment Report 20984
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