MIN. ‘oduction Detail Report
BRITISH MINFILE Production Detail Report
COLUMBIA BC Geological Survey
Ministry of Energy, Mines and Petroleum Resources
| MINFILE Number: 082M 244 Name: SAMATOSUM Status: Past Producer
Production Tonnes Tonnes Grams Kilograms
Year Mined Milled Commodity Recovered Recovered
1992 71,950 129,374 Silver 66,346,000
Gold 100,977
Zinc 1,624,135
Copper 594,597
Lead 571,995
1991 78,229 177,615 Silver 142,704,089
Gold 166,160
Zinc 2,515,683
Lead 1,167,141
Copper 1,158,895
1990 174,738 169,152 Silver 166,154,000
Gold 279,907
Zinc 3,220,028
Lead 2,050,850
Copper 1,462,819
1989 28,212 78,732 Silver 54,152,687
Gold 92,074
Zinc 2,178,417
Lead 1,279,141
Copper 461,705
Antimony 97,620
|Summary Totals
| MINFILE Number: 082M 244 Name: SAMATOSUM Status: Past Producer
| Metric | | Imperial
| Mined | 353,129 tonnes 389,258 tons
| Milled | 554,873 tonnes 611,642 tons
Recovery:
Silver 429,356,776  grams 13,804,141 ounces
Gold 639,118 grams 20,548 ounces
Zinc 9,538,263 kilograms 21,028,270 pounds
Lead 5,069,127 kilograms 11,175,512 pounds
Copper 3,678,016 kilograms 8,108,637 pounds
Antimony 97,620 kilograms 215,215 pounds
Comments:
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