
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:082M  355 UKE Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TRENCH

1990

Assay/analysis                

Rock

Copper 0.112 %

Lead 1.64 %

Zinc 0.60 %

Silver 10.5 g/t

A rock sample (VA12377) from a narrow massive 

sulphide band exposed in trench FLTR90-02.

Assessment Report 21208
N

SAMPLE

1989

Assay/analysis                

Rock

Gold 0.24 g/t

Silver 26.4 g/t

Copper 0.660 %

Lead 4.33 %

Zinc 15.00 %

Cadmium 0.056 %

Rubidium 0.555 %

Gallium 0.021 %

Tellurium 0.010 %

Rock sample VA12260

Assessment Report 19363

N

TRENCH

1987

Assay/analysis                

Channel

Copper 0.62 %

Lead 5.27 %

Zinc 4.15 %

Silver 35 g/t

Gold 1.0 g/t

Over 2.0 metres

Assessment Report 19363

N
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