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Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1967 Silver  38,817 

Lead  14,299 

Zinc  2,815 

 33  33 

1953 Silver  72,937 

Lead  22,045 

Copper  110 

 4,717  4,717 

1950 Silver  178,034 

Gold  31 

Lead  52,449 

Zinc  19,595 

 332  332 

1949 Silver  21,274 

Lead  7,200 

Zinc  2,653 

 34  34 

1942 Tungsten  733  318  318 

1930 Silver  36,608 

Gold  31 

Lead  12,627 

Zinc  1,418 

 22  22 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  347,670 grams  11,178 ounces

Gold  62 grams  2 ounces

Lead  108,620 kilograms  239,466 pounds

Zinc  26,481 kilograms  58,381 pounds

Tungsten  733 kilograms  1,616 pounds

Copper  110 kilograms  243 pounds

 5,456  6,014 

 5,456  6,014 

tonnes

tonnes

tons

tons

MINFILE  Number: 082N  004 Name: WOOLSEY Status: Past Producer

1953 Includes 2540 tonnes yielding 9 tonnes of tungsten concentrate.

1942 Tungsten concentrate: 0.7 tonne.

Comments:
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