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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

1984

Assay/analysis                

Rock

Copper 6.01 %

Gold 0.7 g/t

four select samples of the mineralized vein yielded an 

average of 6.01 per cent copper and 0.7 gram per tonne 

gold.

Property File - C. Dearin [1996-09-29]: Valuation of 

the Vermont Project

N

LOWER

1980

Assay/analysis                

Rock

Copper 12.0 % six select samples of mineralized vein material, from the 

lower adit area, yielded from 1.1 to 12.0 per cent 

copper. Silver and gold assays were not reported.

Property File - First Nuclear Corp. [1980-01-01]: 1980 

Summary Report on Project 11, Spillimacheen

N
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