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MINFILE Number: Status:Name:082N  065 I.X.L. Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1917

Assay/analysis                

Grab

Silver   17.0000 g/t

Lead    4.0000 %

Zinc    3.0000 %

Values range from 17 to 34 grams per tonne silver, 4 to 

6 per cent lead and 3 to 37 per cent zinc.

Minister of Mines Annual Report 1917, page F144.
N
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