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MINFILE Number: Status:Name:082N  085 YOHO RIVER Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1944

Assay/analysis                

Chip

Dolomite   20.9100 % Average of 5 samples taken across 91.4 metres. Grade 

given is for MgO.

CANMET Report 811, page 191, samples 55, 55A to 

55C.
N
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