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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

1

2021

Assay/analysis                

Grab

Copper 9.47 %

Silver 45.3 g/t

Nine samples collected over a 370-metre strike length of 

the Crest zone yielded an average of 9.47 per cent 

copper and 45.3 grams per tonne silver

Assessment Report 40241
N

2

2021

Assay/analysis                

Grab

Copper 0.87 %

Silver 4.2 g/t

Thirteen samples from the Barrel zone yielded an 

average of 0.87 per cent copper and 4.2 grams per tonne 

silver

Assessment Report 40241
N

SAMPLE

2021

Assay/analysis                

Grab

Copper 1.71 %

Lead 17.40 %

Zinc 1.19 %

Silver 201 g/t

A sample (141747) of brecciated 

galena-chalcocite-carbonate veins

Assessment Report 40241
N

1

2020

Assay/analysis                

Grab

Copper 4.13 %

Silver 3.4 g/t

Eighteen grab samples from and outcrop and debris 

from zone 1 (Crest) yielded values of up to 4.13 per 

cent copper with 3.4 grams per tonne silver (sample 

148598)

Assessment Report 39434

N

2

2020

Assay/analysis                

Grab

Copper 0.2 % Five samples from zone 2 (Barrel) yielded an average of 

0.2 per cent copper

Assessment Report 39434
N

SAMPLE

2020

Assay/analysis                

Grab

Copper 2.72 %

Lead 28.6 %

Zinc 4.74 %

Silver 360 g/t

One sample was collected from a previously 

undocumented occurrence of galena-malachite-azurite 

mineralization which reported 2.72 per cent copper, 

28.6 per cent lead, 4.74 per cent zinc, and 360 grams 

per tonne silver (sample 148631)

Assessment Report 39434

N
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