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SAMPLE

2008

Assay/analysis                

Chip

Tantalum 0.0059 %

Niobium 0.0179 %

Rare Earths 0.1373 %

Seven chip samples (32776 through 32781 and 32954) 

from the Little Chicago carbonatite yielded values of up 

to 58.7 parts per million tantalum, 179.4 parts per 

million niobium and approximately 1373 parts per 

million total rare earths with average values of 

approximately 29.7, 97.1 and 1160 parts per million, 

respectively. Values for promethium and scandium were 

not reported.
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