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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1986

Assay/analysis                

Rock

Copper 0.0175 %

Zinc 0.0353 %

Silver 1.4 g/t

Gold 0.14 g/t

A sample (6681) assayed 0.0175 per cent copper, 

0.0353 per cent zinc and 1.4 grams per tonne silver. 

Other samples assayed up to 0.14 grams per tonne gold

Assessment Report 15088
N

SAMPLE

1967

Assay/analysis                

Grab

Copper 0.0150 %

Lead 0.1600 %

Bulked grab sample over 2.4 metres.

C.P.O.G. Mining Agreement No.17, Patriarche, 1967 
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