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DRILLHOLE

1984

Assay/analysis                

Drill Core

Silver 3.0900 g/t

Gold 0.4100 g/t

From 40 centimetres of core.

Assessment Report 12446, page 16.

N

DRILLHOLE

1982

Assay/analysis                

Drill Core

Silver 10.3 g/t

Gold 0.34 g/t

Titanium 0.5 %

In 1982, a sample of drill core (81-3) assayed 10.3 

grams per tonne silver. Other drill core samples, from 

the same year, assayed up to 0.34 grams per tonne gold 

and greater than 0.5 per cent titanium

Assessment Report 10571

N

DRILLHOLE

1979

Assay/analysis                

Drill Core

Titanium 1 % A core sample, assayed 10,000 parts per million 

titanium

Assessment Report 7475
N
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