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Commodity Grade Reference/
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VEIN

2002

Assay/analysis                

Grab

Gold 0.108 g/t

Palladium 0.269 g/t

Platinum 0.024 g/t

Silver 1.0 g/t

Copper 0.095 %

Tungsten 0.16 %

Sampling of the sulphide quartz veins and adjacent 

magnetite gabbro host
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SAMPLE

2002

Assay/analysis                

Grab

Palladium 0.034 g/t

Platinum 0.011 g/t

Copper 0.0446 %

Sampling of the disseminated sulphides in magnetite 

gabbro; Also 0.34 per cent titanium (soluble), 2.59 per 

cent titanium as oxide (fused), 153 parts per million 

vanadium (soluble) and 402 parts per million vanadium 

(fused)
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