MINFILE Inventory Detail Report

C%?_.{JTT:EBPI] A BC Geological Survey
Ministry of Energy, Mines and Petroleum Resources
| MINFILE Number:  092B 164 Name: JS Status: Showing
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
SAMPLE Zinc 0.53 % A rock sample (JRM-36) from the shear zone
Assay/analysis Assessment Report 12788
1986 N Rock
SAMPLE Copper 0.29 % A sample of mineralized material
Assay/analysis Zinc 0.528 % Assessment Report 12048
1982 N Grab Silver 17.2 g/t

Saturday, August 8, 2026

MINFILE Number:

092B 164 Page 1 of 1




