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Status: Showing

Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
NORTHEAST Copper 0.284 % a rock sample (181434) of gabbro with pyrolusite and
Assay/analysis malachite-staining, located approximately 200 metres
2024 N Rock north-northeast of the occurrence
Assessment Report 42177
SHEAR Silver 10.6 g/t chip samples from the shear zones yielded up to 0.06
Assay/analysis Copper 0.502 % gram per tonne gold, 10.6 grams per tonne silver, 0.502
1986 N Grab Zinc 0.474 % per cent copper and 0.474 per cent zinc over 0.15 metre
(Sample 4266), while a nearby sample (4264) assayed
0.49 gram per tonne gold
Assessment Report 16097
SAMPLE Zinc 0.47 % sample of altered, baked argillite
Assay/analysis Copper 0.125 % Assessment Report 14462
1985 N Grab Silver 8.0 g/t
SAMPLE Zinc 0.72 % a lone grab sample (39811) from a gabbro and/or diorite
Assay/analysis Copper 0.13 % hosting heavily oxidized zones
1964 N Grab Assessment Report 00566
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