
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:092C  020 COTTONWOOD Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ADIT

1989

Assay/analysis                

Grab

Gold 19.05 g/t

Copper 0.925 %

Silver 15.6 g/t

Fourteen rock samples from the middle adit yielded 

values from 0.03 to 19.05 grams per tonne gold, 0.1 to 

15.6 grams per tonne silver and 0.002 to 0.925 per cent 

copper

Property File - Dayton Developments, 1989; 

Harrington, E. (2010-10-22): Technical Report on the El 

Capitan Property

N

ADIT

1989

Assay/analysis                

Chip

Gold 5.73 g/t

Silver 13.7 g/t

Copper 1.559 %

a 2-metre long chip sample from the back of the upper 

adit

Harrington, E. (2010-10-22): Technical Report on the El 

Capitan Property; Property File - Dayton 

Developments, 1989

N

ADIT

1955

Assay/analysis                

Chip

Gold 4.11 g/t

Silver 20.6 g/t

a sample of oxidized shear, taken 6 metre from the face 

of the upper adit, over 0.61 metre

Harrington, E. (2010-10-22): Technical Report on the El 

Capitan Property
N
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