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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ROSE

2004

Assay/analysis                

Grab

Iron 61.6 % A grab sample, taken in 2004, of massive magnetite 

from a shaft on the Rose (L.124) occurrence assayed 

61.6 per cent iron
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