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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SKARN

1983

Assay/analysis                

Grab

Silver 20.5600 g/t

Copper 7.87 %

four grab samples, from mineralized skarn, assayed 

from 1.75 to 7.87 per cent copper and 4.4 to 20.56 

grams per tonne silver.

Assessment Report 11196.
N

SAMPLE

1976

Assay/analysis                

Rock

Copper 16.0 % four rock chip samples (NR 4 through 7) from former 

pits and mineralized out crop

Assessment Report 05965
N
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