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VEIN

1985

Assay/analysis                

Grab

Gold 14.6 g/t two samples (R-179 and R-168) assayed 14.6 grams per 

tonne gold and greater than 10.0 grams per gold, 

respectively

Assessment Report 14699
N

VEIN

1980

Assay/analysis                

Grab

Gold 41.0 g/t Two samples, T81-093 and 095, containing visible gold 

yielded values of 39.0 and 41.0 grams per tonne gold, 

respectively. Five other samples taken in the same area 

of veining assayed from 1.6 to 7.6 grams per tonne gold

Assessment Report 9807

N
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