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Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1978 Silver  435 

Gold  31 

Copper  2,143 

1975 Silver  9,331 

Gold  902 

Copper  53,735 

1974 Silver  382,847 

Gold  32,067 

Copper  2,041,308 

 219,088  219,088 

1973 Silver  317,873 

Gold  29,330 

Copper  1,994,811 

 248,230  248,230 

1972 Silver  69,018 

Gold  2,861 

Copper  385,796 

 114,305  114,305 

1968 Silver  219,712 

Gold  16,796 

Copper  1,029,658 

 138,384  138,384 

1967 Silver  102,329 

Gold  14,307 

Copper  1,360,770 

 137,871  137,871 

1966 Silver  124,412 

Gold  12,441 

Copper  842,770 

 97,685  97,685 

1963 Silver  594,814 

Gold  56,483 

Copper  3,744,793 

 242,829  242,829 

1962 Silver  441,880 

Gold  37,883 

Copper  2,298,487 

 130,642  130,642 
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Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  2,262,651 grams  72,746 ounces

Gold  203,101 grams  6,530 ounces

Copper  13,754,271 kilograms  30,322,977 pounds

 1,329,034  1,465,009 

 1,329,034  1,465,009 

tonnes

tonnes

tons

tons

MINFILE  Number: 092C  073 Name: SUNRO Status: Past Producer

1978 Disposal of stockpile (unknown tonnage); copper concentrates-9 t.

1975 Copper concentrates-213 tonnes; from stockpile (unknown tonnage).

Comments:
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