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SAMPLE

1998

Assay/analysis                

Grab

Gold 0.325 g/t

Copper 0.472 %

Silver 10.8 g/t

A sample of chlorite schist feldspar porphyry, near the 

shear zone

Assessment Report 25885
N

SAMPLE

1992

Assay/analysis                

Rock

Gold 0.150 g/t Samples (9154 and 302) of ash tuff with disseminated 

pyrite yielded values of up to 0.150 gram per tonne 

gold and 11.66 per cent arsenic

Assessment Report 22329
N

SHEAR

1986

Assay/analysis                

Grab

Gold 1.26 g/t

Silver 19.0 g/t

Copper 1.58 %

Three rock samples (352, 1585, 1595) from the zone 

yielded values from 0.34 to 1.26 grams per tonne gold, 

11.8 to 19.0 grams per tonne silver and 1.04 to 1.58 per 

cent copper

Assessment Report 16053

N

SOUTHWEST

1986

Assay/analysis                

Rock

a sample (1616) from the area of rhodonite-bearing 

rocks

Assessment Report 15013, 16053
N
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