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Comments

VEIN

2024

Assay/analysis                

Rock

Gold 48.0 g/t

Silver 79 g/t

Lead 1.79 %

Zinc 2.01 %

Copper 0.15 %

six rock samples (181422-181425, 181430 and 181432) 

of vein material yielded values from 2.44 to 48.0 grams 

per tonne gold with up to 79 grams per tonne silver, 

1.79 per cent lead, 2.01 per cent zinc and 0.15 per cent 

copper

Assessment Report 42177

N

VEIN

2019

Assay/analysis                

Rock

Silver 35.7 g/t

Gold 27.1 g/t

Copper 0.13 %

four rock samples (3293855 and 3293857-3293859) of 

vein-sulphide material yielded values from 0.05 to 0.13 

per cent copper, 1.6 to 35.7 grams per tonne silver and 

5.6 to 27.1 grams per tonne gold

Assessment Report 38579

N

VEIN

1986

Assay/analysis                

Grab

Gold 13.03 g/t

Silver 29.4 g/t

Zinc 0.238 %

Lead 0.55 %

sample #14024 of vein material over 5 centimetres

Assessment Report 16097

N

CREEK

1986

Assay/analysis                

Rock

Gold 0.48 g/t a rock sample (729) from Zizac Creek, to the northeast

Assessment Report 16097

N

DRILLHOLE

1986

Assay/analysis                

Drill Core

Gold 0.36 g/t diamond drilling yielded up to 0.36 and 0.26 gram per 

tonne gold over 0.15 and 0.10 metre, respectively, in 

hole CO87-2

Assessment Report 16097
N
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