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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

2009

Assay/analysis                

Rock

Copper 1.375 %

Assessment Report 32175

N

SAMPLE

2005

Assay/analysis                

Grab

Gold 0.089 g/t

Silver 3 g/t

Copper 0.96 %

Iron 50 %

Sample KQ-05-05, collected by Rod Kirkham in 2005, 

returned assays of 0.089 gram per tonne gold, 3 grams 

per tonne silver, 0.96 per cent copper and greater than 

50 per cent iron.

Sample KQ-05-05, Property File, Kirkham, March 1, 

2005, page 15

N

VEIN

2004

Assay/analysis                

Grab

Iron 44.3 %

Copper 1.01 %

Gold 0.177 g/t

Assessment Report 28059

N

SAMPLE

2004

Assay/analysis                

Grab

Iron 45.6 %

Copper 0.6 %

Gold 0.192 g/t

Assessment Report 28059

N
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