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Ore Zone/

Year/Report On
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Comments

MAIN

2013

Assay/analysis                

Rock

Gold 0.464 g/t four consecutive samples along 7.0 metres of the larger 

dike from the Jim zone yielded an average of 0.464 

grams per tonne gold

Assessment Report 34028
N

SAMPLE

2013

Assay/analysis                

Chip

Gold 0.803 g/t a 1.0 metre chip sample from the HA zone

Assessment Report 34028

N

SAMPLE

2007

Assay/analysis                

Grab

Gold 5.54 g/t

Assessment Report 34028

N
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