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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2013

Assay/analysis                

Drill Core

Copper 10.8 %

Silver 12.3 g/t

Zinc .18 %

DDH-PR-13-05: 1.71 metre intercept drilled at right 

angles to sulphide lens

Assessment Report 34878
N

SAMPLE

2011

Assay/analysis                

Rock

Copper 30.32 %

Zinc 0.379 %

Silver 112.6 g/t

In 2011, a sample (110806-1) assayed 30.32 per cent 

copper, 0.379 per cent zinc and 112.6 grams per tonne 

silver

Assessment Report 33027
N

SAMPLE

1973

Assay/analysis                

Grab

Copper 30.0300 % Only assay, over 1.1 metres.

Assessment Report 4102.

N
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