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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

1988

Assay/analysis                

Drill Core

Gold 1.17 g/t In 1988, diamond drilling yielded intercepts of up to 

1.17 grams per tonne gold over 6.23 metres from hole 

88-8

Assessment Report 17428
N

DRILLHOLE

1988

Assay/analysis                

Drill Core

Gold 5.83 g/t In 1988, diamond drilling yielded intercepts of up to 

5.83 grams per tonne over 0.14 metres from hole 88-9

Assessment Report 17428
N

DRILLHOLE

1988

Assay/analysis                

Drill Core

Gold 7.66 g/t Drilling, later in 1988, yielded up to 2.30 grams per 

tonne gold over 3.78 metres ; including 7.66 grams per 

tonne gold over 1.03 metres from hole CA88-9

Assessment Report 18965
N

VEINS

1987

Assay/analysis                

Chip

Silver 397.4000 g/t

Gold 334.3000 g/t

Lead 5.1700 %

Zinc 2.9200 %

Over 15 centimetres.

Parallax Resources, 1987.

N

SAMPLE

1981

Assay/analysis                

Grab

Gold 132.06 g/t In 1981, sampling of pyritic quartz veins yielded values 

up to 132.06 grams per tonne gold and 96.73 grams per 

tonne silver over 0.1 metres (sample 1758)

Assessment Report 10446
N

LENS

1916

Assay/analysis                

Grab

Iron 53.5000 % Sample from lens of massive magnetite and 

chalcopyrite.

Minister of Mines Annual Report 1916, page 336.
N
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