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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

HIGH-GRADE

1990

Assay/analysis                

Rock

Gold 0.7 g/t

Silver 603.4 g/t

Copper 4.92 %

Lead 8.96 %

Zinc 19.9 %

In 1990, rock sampling of the ‘high-grade’ zone yielded 

values up to 0.7 grams per tonne gold, 603.4 grams per 

tonne silver, 4.92 per cent copper, 8.96 per cent lead 

and 19.9 per cent zinc

Property File- Hawkins, T.G. (1990): Summary of 

report on Geology, Lithogeochemistry, Soil 

Geochemistry and Magnetometer Survey on Blue Chip 

1 and Blue 1 claims for Coronet Metals Inc.

N

VEIN

1988

Assay/analysis                

Rock

Gold 1.56 g/t

Silver 149.7 g/t

Copper 1.98 %

Lead 2.98 %

Zinc 9.99 %

In 1988, rock samples of mineralized quartz veins 

yielded values up to 1.56 grams per tonne gold, 149.7 

grams per tonne silver, 1.98 per cent copper, 2.98 per 

cent lead and greater than 9.99 per cent zinc

Property File - Coronet Metals Ltd. (1990-07-16): 

Prospectus Report on the Blue Claims

N
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