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Ore Zone/

Year/Report On
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Comments

SHEAR

1968

Assay/analysis                

Channel

Copper 0.5200 % Sample over 1.2 metres, also contains trace gold, 0.6 

gram per tonne silver and 0.01 per cent molybdenite.
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