
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:092E  085 TARGET B Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2017

Assay/analysis                

Rock

Copper 0.619 % A sample (E07515) afrom a carbonate vein with 

malachite

Henneberry, R.T. (2018-02-05): 43-101 Techincal 

Report – Tahsis Property
N

SAMPLE

2015

Assay/analysis                

Rock

Copper 1.075 % A sample from a vuggy quartz pod with copper oxides 

hosted in basalts

Henneberry, R.T. (2018-02-05): 43-101 Techincal 

Report – Tahsis Property
N

SAMPLE

2011

Assay/analysis                

Grab

Gold 0.738 g/t

Copper 0.1465 % Assessment Report 32787

N
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