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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

2

2012

Assay/analysis                

Chip

Copper 1.3 % Chip samples from the adjacent IP2 zone over 4.0 

metres; including 16.9 grams per tonne gold, 55.4 grams 

per tonne silver and greater than 1.0 per cent copper 

over 1.0 metre.

Assessment Report 33706

N

TRENCH

2012

Assay/analysis                

Chip

Copper 2.7 % Over 3.5 metres; including 8.6 per cent copper, 68 

grams per tonne silver and 7.9 grams per tonne gold 

over 0.5 metre from the main trench (sample 1967968).

Assessment Report 33706
N

SAMPLE

2011

Assay/analysis                

Grab

Copper 17.46 %

Silver 52 g/t

Sample 80917.

Assessment Report 32893

N

Sunday, March 15, 2026 Page 1 of 1092E  087MINFILE  Number:


