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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DUMP

1988

Assay/analysis                

Grab

Copper 5.2 %

Silver 58.9 g/t

.  In 1988, two grab samples (954 and 955) of massive 

sulphides from a muck pile assayed 5.2 and 4.3 per cent 

copper with 58.9 and 29.7 grams per tonne silver, 

respectively
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SAMPLE

1988

Assay/analysis                

Rock

Copper 9.6 %

Silver 53 g/t

Three samples (978, 979 and 980) from the former 

workings and outcrop, located immediately east of 

Tofino Creek, assayed from 3.0 to 9.6 per cent copper 

and 14.4 to 53.0 grams per tonne silver.
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