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MINFILE Number: Status:Name:092F  086 BLACK PRINCE Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2009

Assay/analysis                

Grab

Iron 48 %

Silver 7 g/t

Copper 1.85 %

A select outcrop grab sample (813568) from a 

0.25-metre-thick mineralized skarn assayed 1.85 per 

cent copper, 7 grams per tonne silver and 48 per cent 

iron.

Assessment Report 31248

N

SAMPLE

1988

Assay/analysis                

Chip

Silver 19.7 g/t

Copper 1 %

Two chip samples (C4858 and C4865) assayed up to 

19.7 grams per tonne silver and greater than 1 per cent 

copper.

Assessment Report 17714
N

SAMPLE

1916

Assay/analysis                

Grab

Iron 70.2000 %

Minister of Mines Annual Report 1916, page 287.

N

Thursday, March 26, 2026 Page 1 of 1092F  086MINFILE  Number:


