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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

MAIN SHOWING

2019

Assay/analysis                

Chip

Copper 7.29 %

Gold 6.4 g/t

Silver 64.7 g/t

Sample Number 19KOLA-2: pyrite, chalcopyrite and 

sphalerite mineralization in andesite; quartz, chlorite, 

limonite, pyrolusite and calcite alteration.

Assessment Report 38521
N

TOTAL

2007

Indicated

Copper 0.16 %

Silver 5 g/t

Gold 0.32 g/t

Total for MC 1-3 zones.

Assessment Report 28989

 177,967 

N

t

DRILLHOLE

1986

Assay/analysis                

Drill Core

Silver 37.0300 g/t

Gold 2.5600 g/t

Copper 3.0100 %

From a 1.21-metre drill interval on the main mineralized 

zone.

Assessment Report 15658.
N
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