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Ore Zone/

Year/Report On

Tonnage/

Category
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Comments

DRILLHOLE

1983

Assay/analysis                

Drill Core

Gold 8.6400 g/t From a 0.7 metre drill section.

Assessment Report 12725.

N

VEIN

1980

Assay/analysis                

Grab

Gold 59.5 g/t The best sample assayed was of fractured quartz vein 

material and yielded 59.5 grams per tonne gold over 0.4 

metres (sample 86238)

Assessment Report 08242
N

VEIN

1979

Assay/analysis                

Chip

Gold 57.3 g/t A chip sample (13572) over 0.72 metres of quartz vein, 

massive pyrite and quartzose rock around the vein 

assayed 57.3 grams per tonne gold and 32.3 grams per 

tonne silver

Assessment Report 07392

N
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