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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

LANG BAY

1988

Measured

Kaolinite 15.0000 % Reserves of raw material with a yield of some 15 per 

cent kaolin product. Brightness varies from 62.9 to 77.2 

per cent.

Exploration in British Columbia 1988, page B68.

 6,000 

Y

kt

LANG BAY

1983

Indicated

Germanium 0.0700 % Grade is 70 grams per tonne.

Property File - Wright Engineers Limited, 1983.

 2,000,070 

Y

t
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